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(57) ABSTRACT 

A light sensor substrate comprises a base made from a 
semi-conductive material and topped with a layer of an 
electrically non-conductive material. A first electrode and a 
plunlity of carbon nanotnbe (CNT)-based conductors are 
positioned on the layer of electrically non-conductive mate- 
rial with the CNT-based conductors being distributed in a 
spaced apart fashion about a periphery of the 6rst electrode. 
Each CNT-based conductor is coupled 011 one end thereof to 
the fmt electrode and extends away from the first electrode 
to terminate at a second free end. A second or gate electrode 
is positioned on the non-conductive material layer and is 
spaced apart fiom the second fkee end of each CNT-based 
conductor. Coupled to the first and second electrode is a 
device for detecting electron transfer along the CNT-based 
conductors resulting from light impinging on the CNT-based 
conductors. 

36 Claims, 7 Drawing Sheets 
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CARBON NANOTUBE BASED LIGHT 
SENSOR 

ORIGIN OF THE INVENTION 

The invention described herein was made in the pertor- 
mance of work under NASAcontract number NA4S1-00135 
and by employees of the United States Government and is 
subject to the provisions of Section 305 of the National 
Aeronautics andspace Act of 1958, as amended, Public Law 
85-566 (72 Stat. 435; 42 U.S.C. 8 2357) and 35 U.S.C. 3 
202, and may be manufactured and used by or for the 
Government for governmental purposes without the pay- 
ment of any royalties thereon or therefore. In accordance 
with 35 U.S.C. S 202, the contractor elected not to retain 
title. 

RELATED FIELD 

This embodiment relates to light sensors. More specifi- 
cally, the embodiment is a carbon nanotube-based light 
sensor. 

SUMMARY OF THE EMBODIMENT OF THE 
INVENIION 

Alight sensor has a substrate defined by a base made from 
a semi-conductive material and a layer of an electrically 
non-conductive material on a surface of the base. A fint 
electrode and a plurality of carbon nanotube (CNT)-based 
conductors are on the layer of electrically non-conductive 
material. The CNT-based conductors are distributed in a 
spaced apart fashion about a periphery of the first electrode 
with each CNT-based conductor being coupled on one end 
thereof to the first electrode and extendug substantially 
perpendicularly away from the first electrode to terminate at 
a second end thereof. Each CNT-based conductor comprises 
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at least one CNT. A second electrode on the layer of 
electrically lion-conductive material is positioned to be 
spaced apart fkom the second end of each of CNT-based 4~ 

conductor. Coupled to the first and second electrode is a 
device for detecting a quantity indicative of electron transfer 
along the CNT-based conductors. Such electron transfer i s  
indicative of an amount of light impinging on the CNT- 
based conductors. 45 

BRIEF DESCRIPTION OF THE DR4WINGS 

FIG. 1 is a side schematic view of a carbon nanotube 
(CNT)-based light sensor in accordance with an embodi- 50 
ment of the present invention; 

FIG. 2 is a schematic view of an apparatus used in the 
deposition and alignment of CNTs in accordance with an 
embodiment of the present invention; 

in FIG. 2 depicting the CNT attraction material and CNTs 
deposited and aligned between the electrodes of the appa- 
ratus in accordance with an embodiment of %e present 
invention; 

results achieved thereby during the &position and alignment 
of CNTs in accordance with the present inventioq 

FIG. 5 is a perspective view of a portion of the apparatus 
in FIG. 2 depicting the CNT attraction material with the 
CNTs being deposited and aligned on and between the 65 
electrodes of the apparatus in accordance with another 
embodiment of the present invention. 

FIG. 3 is a perspective view of a portion of the apparatus 55 

FIG. 4 schematically depicts the sequence of steps and 60 

2 
FIG. 6.4 is an isolated plan view of a shaped electrode 

with CNTs coupled thereto in accordance with an embodi- 
ment of the present invention: 

FIG. 6B is an isolated plan view of a shaped electrode 
with CNTs coupled thereto in accordance with another 
embodiment of the present invention; 

FIG. 6C is an isolated plan view of a shaped electrode 
with CNTs coupled thereto in accordance with yet another 
embodiment of the present invention; ‘and 

FIG 7 is a schematic plan view of an embodiment of a 
multi-element light sensor system constnicted from an array 
of CNT-based light sensors in accordance with another 
embodiment of the present invention. 

DETAILED DESCMF’TION 

Referring now to the drawings. and more particularly to 
FIG. 1, a light sensor in accordance with one embodiment of 
the present invention is illustrated schematically and is 
referenced generally by numeral 10. The light sensor 10 is 
shown and will be described herein for purposes of demon- 
strating the concepts of the present embodiment. However, 
the particular structure ‘and constniction of light sensor 10 
can be achieved in a variety of ways without departing from 
the scope of the present invention. 

Light sensor 10 comprises a substrate 12 comprising a 
semiconductor base 15 and an insulating, non-electrically- 
conducting layer 17 on a surface of base 15. Typically, 
semiconductor base 15 is an n-type or p-type silicon-based 
semiconductor material, Le., silicon doped with one or more 
impurities that give the crystal material extra electrons (Le., 
n-type) or an electron deficiency (it., p-type) as is well 
known in the art. However. an embodiment could also use 
other semiconductor materials, e.g., flexible semiconducting 
polymers. Insulating layer 17 is typically silicon dioxide 
when semiconductor base 15 is an n-type or p-type silicon- 
based semiconductor material. Other non-electrically con- 
ductive materials, such as silicon nitride, diamond-like- 
carbon, etc., could also be used without departing from the 
scope of the present invention. 

Positioned on insulating layer 17 is at least one alignment 
(or first) electrode 20 with a number of carbon nanot~ibe 
(CNT)-based conductors 31 coupled on one end 31Athereof 
to electrode 20 and extending from electrode 20 to a second 
f?ee end 31B. Such positioning could be realized by, for 
example, depositing the electrode and CNTs directly on 
layer 17, adhering the electrode and CNTs to layer 17 by 
means of an adhesive (not shown) interposed therebetween. 
or otherwise coupling the electrode and CNTs to layer 17 for 
support thereby. 

In general, alignment electrode 20 can be any size or 
shape that allows CNT-based conductors 31 to extend from 
electrode 20 while remaining spaced apart f?om one another 
as will be explained further below. Each of CNT-based 
conductors 31 can be defined by a single CNT 32 or multiple 
CNTs 32 that are coupled to one another in ‘an end-to-end 
fashion to define an electrically-conductive path. CNTs 32 
can be single or multi-wall CNTs with singlewall CNTs 
being preferred because of their smaller diameter, which 
serves to increase the chances of establishing and maintain- 
ing the spaced-apart relationship between CNT-based con- 
ductors 31. 

Spaced apart from each free end 31B of CNT-based 
conductors 31 is a gate (or second) electrode 28 positioned 
on insulating layer 17. .4n electron transfer measurement 
device 36 coupled to electrodes 20 and 28 measures a 
quantity indicative of the amount of electrons being trans- 
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ferred along all of CNT-based conductors 31. Such electron thereto. and (ii) deposition and alignment of CNTs on the 
tnusfer can be towards or away from electrode 20. For specifically-placed CNT attraction material such that the 
example. for an n-type semiconductor base 15 and p-type CNTs provide good electrical conductivity between aligned 
CNTs 32, electron transfer will be towards electrode 20. For CNTs. At a mbimum. and as will be explained with refer- 
a p-type semiconductor base 15 and n-type CNTs 32, s ence to FIG. 3. the CNT attraction material is positioned 
electron transfer will be away fiom electrode 20. The between electrodes 20 and 22. Le., in gap 24. However. the 
amount of electron transfer is proportional to the amount of CNT attraction material can further be deposited on ‘and 
light impinging on light sensor 10. That is, electron transfer between electrodes 20 and 22 (and beyond the electrodes if 
activity increases with the amount of light impinging on so desired) as will be explained later below- with reference 
light sensor 10. Measurement device 36 can. therefore. be io to FIG. 5. The CNTs deposited and aligned by the present 
any device capable of detecting the amount of electron embodiment can be single or multi-wall CNTs. However. 
transfer. Typically, measurement device 36 is a voltmeter or because of their remarkable strength, single-wall CNTs 
a current meter. (SWCNTs) will be preferred for most applications. 

To achieve the spaced-apart relationship between CNT- Referring additiondly now to FIG. 3, a perspective view 
based conductors 31, an embodiment defined by alignment 15 of a portion of substrate 12 with electrodes 20 and 22 
electrode 20 and CNT-based conductors 31 can be con- deposited thereon is shown. In accordance with the present 
structed in accordance with the teachings of U.S. patent embodiment a CNT attraction inaterial 30 is deposited in 
application Ser. No. 10/730.188, filed Dec. 4, 2003, entitled the gap between opposing portions of alignment electrodes 
“CONTROLLED DEPOSITION AND ALIGNMENT OF 20 and 22. At least one CNT 32 is coupled to material 30 and 
CARBON NANOTLBES,” the entire contents of which are 20 aligned such that each tube axis 32A is substantially per- 
hereby incorporated by reference. Briefly, this reference pendicular to electrodes 20 and 22 to d e h e  an electrical 
provides for the controlled deposition and alignment of conduction path between aligned ones of CNTs 32. If the 
carbon nanotubes as follows. A carbon nanotube (CNT) ultimate application of aligned CNTs is to use the alignment 
attraction material is deposited on a substrate in a gap region electrodes 20 and 22 along with aligned CNTs in ~1 elec- 
dehed  between two alignment electrodes on the substrate. 25 trical conduction path, the aligned ones of CNTs 32 must 
An electric potential is applied to the two electrodes. The contact each of electrodes 20 and 22. However, it is to be 
CNT attraction material is wetted with a solution comprising understood that the present embodiment does not require 
a carrier liquid having CNTs suspended therein. A portion of that aligned ones of CNTs 32 contact both electrodes 20 and 
the CNTs align with the electric field (whicli, in the plane of 22. That is. the electrical conduction path defined by aligned 
the electrodes, is substantially perpendicular to the edges of 30 ones of CNTs 32 could be used to conduct between elements 
the electrodes) and adhere to the CNT attraction material. (not shown) deposited on and/or across aligned ones of 
The camer liquid and any CNTs not adhered to the CNT CNTs 32. Similarly, as will be discussed further below. the 
attraction material are then removed. aligned CNTs could be used while in contact with only one 

Referring now to FIG. 2, an apparatus used to demon- of electrodes 20 and 22. 
strate the deposition and alignment of CNTs in accordance 35 For cl,arity of illustration, the size of CNTs 32 is greatly 
with an embodiment of an a l i m e n t  electrode/CNT-based exaggerated and only two sets of aligned CNTs are shown. 
conductor assembly is shown and referenced generally by However, as would be understood by one of ordinary skill in 
numeral 310. .4pparatus 310 is shown and will be described the art, many more sets of aligned CNTs would be present 
herein for purposes of demonstrating an embodiment for in the actual device. Furthermore, if spacing between elec- 
construction. However, the particular structure and construe- 40 trodes 20 and 22 is small (e.g., less than one micron), it is 
,tion of apparatus 310 can be achieved in other ways without possible for a single one of CNTs 32 to span between 
departing from the scope of the present invention. electrodes 20 and 22. 

Apparatus 310 includes a substrate 12 with spaced-apart To achieve the structure illustrated in FIG. 3, apparatus 
electrical contact pads 14 and 16 deposited thereon. For 310 is first processed to specifically place CNT attraction 
example, in terms of many microcircuit applications. sub- 45 material 30 in its desired location(s). While a variety of 
strate 12 is a silicon wafer and contact pads 14 and 16 are methods can be used to deposit CNT attractim material 30, 
any highly conductive material such as gold. Typically, each one method will be describedherein by way of an illustrative 
of contact pads 14 and 16 has a respective electrode contact example. The area of apparatus 310 to receive CNT attrac- 
leg 14A and 16Aextending therefrom such that legs 14A and tion material 30 can be spin coated with a resist material 
16A oppose one another as shown. The particular size and 50 (e.g.. poly(methylmethacrylate) or PMMA, polymethylglu- 
shape of the contact pads and legs can be adapted for a tarimide, etc) and then patterned with an electron beam to 
particular application as would be understood by one of define the desired “receive” location(s) (e.g.. gap 24). After 
ordinary skill in the art. Contact pads 14 and 16 are coupled cleaning (e.g., in an oxygen plasma), CNT attraction mate- 
to a voltage source 18 capable of appiying an electrical rial 30 is deposited on the surface of apparatus 310. The 
potential thereto. Voltage source 18 can be an alternating 55 resist material (as well as the portion of CNT attraction 
current (AC) or direct current @C) source without departing material 30 deposited thereon) is then removed (e.g., using 
from the scope of the present invention. standard cleaning procedures) thereby leaving CNT attrac- 

Electrically coupled to leg 14-4 is an alignment electrode tion material only in the receive location(s) such as gap 24. 
20 and electrically coupled to leg 16A is an alignment CNT attraction material 30 can be any material that 
electrode 22. Electrodes 20 and 22 are deposited on substrate 60 suitably attracts and adheres CNT.s thereto. Such a material 
12 such that portions thereof oppose one another with a gap can have ‘an amino-terminated surface that will form a 
24 being defined therebetween. Alignment electrodes 20 and hydrogen bond with one or more hydrogen molecules found 
22 can be, but are not required to be. parallel to one ,another. on the sidewall of a CNT. Accordiugly, CNT attraction 
Additional opposing pairs of electrodes can be provided material 30 can be a monolayer material such as a self- 
without departing &om the scope of the present invention. 65 assembledmonolayer (SAM) of amino-tenninatedmoieties. 

In general, the embodiment modifies apparatus 310 by (i) Iu terns of the s t r u c ~ ~ ~ ~  shown j, FiG. 3, wherein CWF 
specific placement thereon of a material that attracts CNTs attraction material 30 adheres only to the substrate 12 
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between electrodes 20 and 22, an example of a commer- 
cially-available CNT attraction material is aminopropyltri- 
ethoxysilane or .UTES. .UTES does not bond to metal, 
which electrodes 20 and 22 may be made of. However. other 
suitable monolayers can be used without departing from the 
scope of the present invention. For example. if CNT attrac- 
tion material 30 is also to be deposited and adhered to 
electrodes 20 and 22 (as is the case with the structure shown 
in FIG. 5), a thiol-type of SAM cam be used. 

In tenns of the APTES monolayer, wheu it comes into 
contact with a silicon oxide surface (i.e., the surface of a 
typical substrate 12), it orients itself through a self-assembly 
process so that the amino (--NH2) head group is pointing 
away from Hie surface of the substrate. Several different 
reactions resulting in different anchoring mechanisms can 
occur when APTES comes into contact with carboxyl 
( 4 0 0 )  and hydroxyl (--OH) p u p s  on the sidewall 
surface of CNTs. For example. with the correct selection of 
CNT processing and monolayer selection, a hydrogen bond 
forms between the monolayer and the carboxylhydroxyl 
group in the sidewall of the CNT. The carboxyl andhydroxyl 
groups on the nanotube surface contain a partially negative 
charge, while the amino head-group on the APTES is 
partially positive. Thus, the charges will attract, and an 
electrostatic bond can form. Specifically, the electron &om 
the .UTES headgroup is partially s h e d  with the carboxyl 
andor hydroxyl group on the CNT’s surface. Covalent 
bonds could also be created by perfomGng an aminolysis 
reaction so that the carboxyl groups will €orm an amide 
(-COONH-) linkage with the monolayer, although this 
reaction would require the use of a catalyst. 

As mentioned above, the monolayer does not need to be 
APTES. Any monolayer that would react with the carboxyl/ 
hydroxyl groups on the CNT sidewall could be selected. 
Examples include monolayers that have a hydroxyl head- 
group (e.g., hydrogen bonding with the carboxyl groups and 
some with the hydroxyl groups) or a carboxyl head-group 
(eg., more hydrogen bonding and esterification with the 
hydroxyl side groups could be performed to create covalent 
bonds. i.e., a 4 0 0 C -  bond). Also, choosing monolayers 
that have no reactive headgroups (e.g., octadecyltrichlorosi- 
lane or OTS) can be used to “shield” the surface from 
nanotube attachment. Additionally, the carboxylhydroxyl 
groups on the CNT sidewalls can be modified directly to 
enhance or prohibit their attachment to surikces. For 
example, modifying a CNT so that the sidewall thereof is 
functionalized with a thiol group (AH) would cause it to 
attach to a gold surface. 

With additional reference now to FIG. 4, the sequence of 
steps used in the present invention (to create the sh.ucture 
shown in FIG. 3) are characterized in schematic form with 
a brief description thereof being provided in the correspond- 
ing box of the flowchart that is beside the description. For 
simplicity, a side view of only the relevant portion of 
apparatus 310 is shown at each step of the sequence. 

At step 100, apparatus 310 is prepared for processing such 
that electrodes 20 and 22 are placed on substrate 12 with gap 
24 defined therebetween. Once CNT attraction material 30 
has been deposited in its desired location(s) at step 102, 
voltage source 18 is activated at step 104 so that an electric 
field is generated between electrodes 20 and 22 ‘and across 
CNT attraction material (in gap 24) as indicated by mow 40. 
To iusure good alignment of CNTs 32 falling between 
electrodes 20 and 22, it is suggested that voltage source 18 
be activated before the deposition of the solution-suspended 
CNTs 32 at step 106. However, for some applications it may 
be desirable to activate voltage s o w e  18 at the same time 
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as. or just after. the deposition of the solution-suspended 
CNTs 32. Note that the direction of electric field 40 depends 
on the polarity of the electric potentials applied to alignment 
electrodes 20 and 22. 

Next, at step 106, a quantity of CNTs 32 suspended in a 
carrier liquid solution 34 are deposited on apparatus 310 on 
and around CNT attraction material 30. Carrier liquid 34 i s  
chosen so that the CNTs do not clump together. CNTs tend 
to clump together in solution dne to strong van der Waals 
forces between individual CNTs. These forces are directly 
related to the size of the CNTs as well as the distance 
therebetween. The best solvent to disperse particular CNTs 
also depends on the origin of the CNTs (e.g.. vendor, batch 
or lot, etc.) and how the CNTs have been processed (e.g., cut 
with nitric acid to form functionalized sidewalls. purified, 
etc.). Given these variables. several different solvents m y  
be used, such as toluene, n-methylprolidone (NMP), dichlo- 
romethane (DCM). dimethylforamide (DMF), and even 
water that contains various surfactants (e.g.. Triton X-100, 
sodium dodecylsulfate, aud others as would be well under- 
stood in the art). In general. the carrier liquid should 
minimize vau der Waals forces between the CNTs suspended 
therein. Furthermore, when mixing the CNTs in the carrier 
liquid, ultrasonic energy can be used to help disperse the 
CNTs therein. 

By virtue of this process, those of the solution-suspended 
CNTs that come into contact with CNT attraction material 
30 (i) already have their tube axis 32A substantially aligned 
with the direction of electric field 40 as illustrated in FIG. 3. 
and (ii) adhere thereto in an aligued fashion by means of 
hydrogen bonding with the sidewall of CNTs 32. After a 
brief period of time (eg., ranging fmm tens of seconds to 
several minutes with CNT densities being proportional to 
exposure time), electric field 40 is removed as well as any 
reinainiug liquid solution and CNTs not adhered to CNT 
attraction material 30. thereby leaving CNTs 32 aligned and 
adhered on CNT attraction material 30 as shown in FIG. 3. 

Removal of the liquid carrier and CNTs suspended therein 
can simply involve blowing (as indicated by arrow 50 in step 
108) of an inert gas such as uitrogen across the surface of 
apparatus 310 (with CNT attraction material 30 and CNTs 
32 deposited thereon) until dry. To assure the removal of any 
CNTs 32 left in areas other thilll on CNT attraction material 
30, additional processing can be implemented at step 110. 
Specifically, a riuse liquid 60 (e.g., n-methylyrolidone) is 
washed over the apparatus as it is vibrated (e.g., sonification 
by acoustic wave energy 62) thereby causing the non- 
adhered ones of CNTs 32 to become suspended in rinse 
liquid 60. An inert gas (e.g.. nitrogen) is then used to blow 
off the riuse liquid and suspended CNTs as indicated by 
arrow 64. ,4s a result. the structure shown in FIG. 3 is 
achieved. The embodiment provides for the controlled depo- 
sition and alignment of CNTs such that their electrical 
conductive properties can be exploited. 

As mentioned above, and as shown in FIG. 5, the final 
product produced by the present embodiment could have 
CNT attraction material 30 deposited on electrodes 20 and 
22 as well as therebetween. This approach is achieved by 
proper selection of CNT attraction material 30 for adherence 
to (metal) electrodes 20 and 22. In this example, CNTs 32 
will be adhered to and aligned on CNT attraction material 30 
both over and between electrodes 20 and 22. The processing 
steps for achieving this structure are identical to that 
described above. If electrical contact is desired between 
electrodes 20 and 22 and ones of CNTs 32 positioned 
thereover. an additional step of ultraviolet ozone cleaning 



US 7,129,467 B2 
7 

can be applied to the appropriate areas on electrodes 20 and sensor 10 is provided. In this plan view. each “electrode 
22 after removal of the canier liquid and excess CNTs. 20/CNT-based conductors 31” assembly is represented gen- 

The embodiment of FIG. 1 can utilize the teachings of erally by reference numeral 210. While assembly 210 is 
US. patent application Ser. No. 10/730,188 to position represented for clarity of illustration as being circular in 
CNT-based conductors 31 such that they are coupled on one 5 shape, assembly 210 may comprise a line electrode as shown 
end 31-4 to alignment electrode 20 and extend away there- in FIG. 6A, a circular electrode as shown in FIG. 6B, a 
from in a spaced-apart fashion to a second fkee end 31B. For rectangular electrode as shown in FIG. 6C, or any other 
example, by applying an electric field across alignment shape. Further. any combination of electrode shapes (circu- 
electrodes 20 and 22 (with CNTs 32 deposited only in the lar and line. line and rectangular, line, circular. and rectm- 
vicinity of one alignment electrode 20). CNTs 32 will align IO &ar, etc.) could be used to construct such a sensing array. 
themselves (in the plane of electrode 20) with the electric Each assembly 210 is uniquely addressable and can have 
field lines extending out from and substantially perpendicu- its electron transfer amounts detected or measured by 
lar to the edges of electrode 20. The length of CNT-based addressing measurement device 236. That is. measurement 
conductors 31 can be controlledoptimized for a particular device 236 functions as an individual measuring device 
light sensor by controlling (i) the length of CNTs 32. and/or 15 (analogous to measurement device 36 described earlier) for 
(ii) the length of time that the alignment electric field is each assembly 210. 
applied to the alignment electrodes 20 and 22. For example, Althongh only a few exemplary embodiments of this 
if the aligument electric field is applied very briefly, each of invention h v e  been described in detail above, those skilled 
CNT-based conductors might comprise a single CNT 32. in the art will readily appreciate that many modifications are 

As mentioned previously, electron transfer toward or 20 possible in the exemplary embodiments without materially 
away from electrode 20 increases with the amount of light departing from the novel teachings and advantages of this 
impinging on light sensor 10. Because electrons must trans- invention. Accordingly, all such modifications are intended 
fer between semiconductor base 15 and electrode 20, insu- to be included within the scope of this invention as defined 
lating layer 17 inust support such electron transfer. T h i s  in the following clainis. In the claims. means-plus-function 
support can be facilitated by selecting the proper thickness 25 and step-plus-function clauses are intended to cover the 
for insulating layer 17 and/or by the localized breakdown of structures or acts described herein as performing the recited 
layer 17 at free ends 31B brought on by the process of CNT function andnot only structural equivalents, but also equiva- 
a l i p e n t .  That is, the electric potential applied during the lent structures. Thus: although a nail and a screw may not be 
alignment process generates an enhanced electric field at stnictural equivalents in that a nail employs a cylindrical 
free ends 31B owing to the small diameters of the CNTs 32. 30 surface to secure wooden parts together, whereas a screw 
The increased electric field at frm ends 31B breaks down employs a helical surface, in the environment of fastening 
layer 17 to facilitate electron transfer therethrough. wooden p‘arts, a nail and a screw may be equivalent struc- 
As mentioned above, the size and shape of electrode 20 tures. 

can be any that will facilitate the spaced-apart positioning of 
CNT-based conductors 31 coupled thereto. FIGS. 6A-6C 3s 
show isolated top views of alternate embodiments of the 
electrode 20. In FIG. 6A, electrode 20 is a m o w  strip or 
line electrode with one or both (as shown) of its opposing 
ends converging to a pointed tip. .4n electric field applied to 
electrode 20 will extend (in the plane of electrode 20) out 40 

from and substantially perpendicular to the edges thereof as 
indicated by dashed lines 40. CNTs 32 will aligu themselves 
with field lines 40 to form single CNT and/or multiple CNT 
types of CNT-based conductors 31. The small features of a 
line electrode make this embodiment work well when size of 45 
the light sensor is of concern. FIG. 6B depicts a circular 
electrode 20 and FIG. 6C depicts a rectangular electrode 20. 
From the above description, a skilled artisan would recog- 
nize that electrode 20 can be a variety of other shapes (e.g.. 
triang~ilar, pentagonal, octagonal, etc.) without departing 50 
from the scope of the present invention. 

During operation of the embodiment, the light sensor 10 
is passive and does not require a biasing or interrogating 
voltage. increased amount of impinging light will 
increase the amount of electron transfer activity detected by 5s 
measurement device 36. The embodimd provides a light 
sensor of small size and weight to be constructed for use in 
a variety of optical devices, such as optical switchep, imag- 
ine devices. etc. 

What is claimed is: 
1. A light sensor comprising: 
a substrate comprising a base made from a semi-conduc- 

tive material and a layer of an electrically non-conduc- 
tive material on a surface of said base; 

at least one a l i p e n t  electrode on said layer; 
a plurality of carbon nanotube (CNT)-based conductors 

on said layer and distributed in a spaced apart fashion 
about a periphery of said at least one alignment elec- 
trode with each of said plurality of CNT-based con- 
ductors coupled on one end thereof to said at least one 
alignment electrode and extending away fiom said at 
least one alignment electrode to terminate at a second 
end thereof, each of said plunlity of CNT-based con- 
ductors comprising at least one CNT; 

at least one gate electrode on said layer and spaced apart 
from said second end of each of said plurality of 
CNT-based conductors; and 

means. coupled to said at least one alignment electrode 
and said at least one gate electrode, for detecting a 
quantity indicative of electron transfer along said plu- 
rality of CNT-based conductors. -wherein said electron 
transfer is indicative of an amount of light impinging 
on said plurality of CNT-based conductors. 

2. A light Sensor as in claim 1 wherein said semi- 
Lne present embodiment of FIG. 1 can be extended to the 613 conductive material is silicon doped with at least one 

hpturity. 
3. A light sensor as in claim 2 wherein said at least one 

impiuity is selected to make said semi-conductive material 
a p-type semiconductor. 

4 . 4  light sensor as in claim 2 wherein said at least one 
impurity is selected to make said semi-conducrive m a t e d  
an n-type semiconductor. 

constmction of light sensors utilizing more than one “e!=- 
trode ZO/CNT-based conductors 31” assembly, For instance, 
a multielement light sensor system 200 can be constructed 
from an anay of “electrode 201’CNT-based conductors 31” 
assemblies. Such an embodiment is illustrated in FIG. 7 65 
where an array 250 of light sensor elements based on the 
“electrode ZO/CNT-based conductors 31” assembly of light 
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5. A light sensor as in claim 1 wherein said electrically 
non-conductive material is selected from the group consist- 
ing of silicon dioxide and silicon nitride. 

6. A light sensor as in claim 1 wherein said semi- 
conductive material is silicon based and said electrically 5 
non-conductive material is silicon dioxide. 

7. A light sensor as in claim 1 wherein each said CNT is 
a single-wall CNT. 

8. .4 light sensor as in claim 1 wherein said detecting 
means comprises a voltmeter. 

9. A light sensor as in claim 1 wherein said detecting 
means comprises a current meter. 

10. A light sensor as in claim 1 wherein said at least one 
alignment electrode COlllpriSeS at least one Strip Of electri- 
cally conductive material converging to at least one pointed 15 a p - ~ e  s e ~ c o n ~ i c t o r ~  
tip. 

a gate electrode on said layer and spaced apart from said 
second end of each of saidplurality of CNT conductors: 
and 

means, coupled to said at least one alignment electrode 
and said gate electrode, for detecting a quantity indica- 
tive of electron transfer along said plurality of CNT 
conductors, wherein said electron transfer is indicative 
of an amount of light impinging on said pliirality of 
CNT conductors. 

16. A light sensor as in claim 15 wherein said semi- 
conductive material is silicon doped with at least one 
impurity. 

17. A li&t sensor as in c l a h  16 wherein said at least one 
impurity is selected to m&e said se,&conductive material 

18. A light sensor as in claim 16 wherein said at least one 
impurity is selected to make said semi-conductive material 
an n-vpe se~conductor, 

19. A light s e ~ o r  as 
non-conductive material is selected from the group consist- 
ing of silicon dioxide and silicon nitride. 

11. -4 light sensor comprising: 
a substrate comprising a base mide from a silicon-based 

material with a layer of silicon dioxide on a surface of 2o 
said base; 

15 wheEb %id 

at least one alignment electrode on said layer; 
a PlUrality Of carbon nanohibe (CNT)-based conductors 20, A light sensor as in claim 15 wherein said detecting on said layer and distributed in a spaced apart fashion 

about a periphery of said at least one alignment elec- 
trode with each of said plurality of CNT-based con- 25 
ductors coupled on one end thereof to said at least one 

electrode and exten&g away eom said at 
least one alignment electrode to t e d a t e  at a second 
end each of said plurality of CNT-based con- 
ductors comprising at least one CNT. 

a gate electrode on. said layer and spaced apart from said 
second end of each of said plurality of CNT-based 
conductors; and 

means, coupled to said at least one a l i m e n t  electrode 35 
and said gate electrode, for detecting a quantity indica- 
tive of electron transfer 810% said Plurality of CNT- 
based conductors, wherein said electron transfer is 
indicative of an amount of light impinging on said 
plurality of CNT-based conductors. 

12. A light sensor as in claim 11 wherein said detecting 

13. A light sensor as m claim 11 wherein said detecting 

14. A light sensor as in claim 11 wherein said at least one 45 

comprises a volmeter. 

comprises a current lUeter' 
21. A light sensor as in claim 16 wherein said detecting 

22. -4light sensor as in claim 16 wherein said at least one 
alignment electrode comprises at least one strip of electri- 
cally conductive material converging to at least one pointed 

30 tip. 
23. '4 fight sensor Comprising: 
a substrate Comprising a base made fiom a silicon-based 

material with a layer of silicon dioxide on a surface of 
said base: 

at least one aligunent electrode on said layer, 
a plurality of carbon nanohibe (CNT) conductors on said 

layer and distributed in a spaced apart fashion about a 
periphery of said at least one alignment electrode with 
each of said plurality of CNT conductors coupled on 
one end thereof to said at least one alignment electrode 
and extending away iiom said at least one alignment 
electrode to terminate at a second end thereof. each of 
said plurality of CNT conductors comprising at least 
one CNT; 

said silicon dioxide layer &kg c o & p d  to facilitate 
electron transfer therethrough so as to pennit the trans- 
fer of electrons between said silicon-based material and 
said at least one alignment electrode; 

and spaced apart fiom said second end of each of said 
plurality of CNT conductors: and 

means, coupled to said at least one alignment electrode 
and said gate electrode, for detecting a quantity indica- 
tive of electron transfer along said plurality of cNT 
conductors wherein said electron transfer is indicative 
of an amount of light impinging on said plurality of 
CNT conductors. 

4o 

means comprises a voltmeter. 

means comprises a current meter. 

alignment electrode comprises at least one strip of electri- 
cally conductive material converging to at least one pointed 
tip. 

15. A light sensor comprising: 
a substrate comPrisi% a base made &Om a semi-c0nduc- 50 a gate electrode positioned on said layer of silicon dioxide 

tive material and a layer of an electrically non-conduc- 
tive material on a surface of said base: 

at least one alignment electrode on said layer; 
a plurality of carbon nanotube (CNT) conductors on said 

layer and distributed in a spaced apart fashion about a 55 
periphery of said at least one alignment electrode with 
each of said plurality of CNT conductors coiipled on 
one end thereof to said at least one aligmnent electrode 
and extending away from said at least one aligment 

said plurality of CNT conductors comprising at least 
one CNT: 25. A light sensor as in claim 23 wherein said detecting 

said electrically non-conductive material being config- 
ured to facilitate electron transfer therethrough so as to 26. A light sensor as in claim 23 wherein said at least one 
pennit the trausfer of electrons between said semi- 65 alignment electrode comprises at least one strip of electri- 
conductive material and said at least one alignment cally conductive material converging to at least one pointed 

electrode to te&ate at a second end thereof, each of 60 Z4. A fight sensor as in claim 23 said 
means comprises a 

means COmPfiSes a Current meter. 

electrode, tip. 
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27. -4 light sensor comprising: 
a substrate comprising a base made from a serni-conduc- 

tive material and a layer of an electrically non-conduc- 
tive material on a surface of said base: 

at least one electrode/carbon nanotube ( 0 - b a s e d  con- s 
ductor assembly positioned on said layer, each elec- 
trode/CNT-based conductor assembly comprising at 
least one alignment electrode and a plurality of CNT- 
based conductors positioned on said layer, said plural- 
ity of CNT-based conductors distributed in a spaced 10 
apart fashion about a periphery of said alignment 
electrode with each of said plurality of CNT-based 
conductors coupled on one end thereof to said align- 
ment electrode and extending away from said align- 
ment electrode to terminate at a second end thereof, 15 
each of said plurality of CNT-based couductors com- 
prising at least oue CNT, 

at least one gate electrode on said layer and spaced apart 
from said second end each of each of said plurality of 
CNT-based conductors; 20 

said electrically non-conductive material being config- 
ured to support electron transfer therethrough so as to 
permit the transfer of electrons between said semi- 
conductive material and said at least one electrode/ 

means, coupled to said at least one electrode/CNT-based 
conductor assembly and said at least one gate electrode. 
for detecting a quantity indicative of electron transfer 
for each electroddCNT-based conductor assembly, 
wherein said electron transfer is indicative of an 30 
amowt of light impinging each electrode/CNT-based 
conductor assembly. 

CNT-based conductor assembly; and 25 

12 
28. A light sensor as in claim 27 wherein said semi- 

conductive material is silicon doped with at least one 

29. -4 light sensor as in claim 28 wherein said at least one 
impurity is selected to make said semi-conductive material 
a p-type semiconductor. 

30. A light sensor as in claim 28 wherein said at least one 
impurity is selected to make said semi-conductive material 
an n-type semiconductor. 

31. A light sensor as in claim 27 wherein said electrically 
non-conductive material is selected from the group consist- 
ing of silicon dioxide and silicon nitride. 

32. A light sensor as in claim 27 wherein said semi- 
conductive material is silicon based and said electrically 
noli-conductive material is silicon dioxide. 

33. A light sensor as in claim 27 wherein each said CNT 
is a single-wall CNT. 

34. A light sensor as in claim 27 wherein said detecting 
means comprises a voltmeter. 

35. A light sensor as in claim 27 wherein said detecting 
means comprises a current meter. 

36. *4 light sensor as in claim 27 wherein said at least one 
alignment electrode comprises at least one strip of electri- 
cally conductive material converging to at least one pointed 
tip. 

impurity. 

* * * * *  


